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ASTM ISO BS 1200
1 Mass per unit area D5261 9864 n/a 1200
2 | Nominal thickness D5199 9863 n/a 2400
3 | CBR static puncture strength D6241 12236 6906/4 2400
4 | Rod puncture resistance D4833 n/a n/a 2400
5 | Wide width tensile strength* D4595 10319 n/a 2400
6 | Tensile seam strength* D4gaa n/a n/a 2400
7 | Trapezoid tear strength* D4533 n/a n/a 2400
8 | Grab tensile strength* D4632 n/a n/a 2400
9 | Apparent opening size D4751 n/a n/a 2400
10 | Rubber tension* D412 n/a n/a 2400
11 | Gabion tensile strength E8 n/a n/a 2400
12 | Permittivity of geotextile D4491 11058 6906/3 2400
13 | Aperture and grid size n/a n/a n/a 600
measurement*
14 | Single or multi-rib tensile test* D6637 10319 n/a 2400
15 | Asphalt retention test* D6140 n/a n/a 2400

ninEwme 1. n/a = not available.
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